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Paints and varnishes —  Evaluation of defects on coated surfaces using optical imaging —  
Part 4: Evaluation of filiform corrosion

https://normativa-iso-une-gratis.com/norma-iso-21227-4-2008-044081
https://normativa-iso-une-gratis.com/
https://normativa-iso-une-gratis.com/UNE-EN ISO 14001:2015
https://normativa-iso-une-gratis.com/UNE-EN ISO 14001:2015

